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LABORATORIJA

Testa protokols

Serija: SFRSCC-1-liece

Tests: Universal test

Standarts: Without standard

Paraugs: Universal sample

Izgatavosanas datums: 22.02.2022 11:40

Parauga vecums: 70 00:58

Testa datums: 03.05.2022 12:38

Testus veica:

Name Maksimālās vērtības

1 mm14,35Piston 

kN119,5Load

mm13,68ASTM extensometer

mm0,000Deform A

mm0,000Deform B
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Paraugs 1
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Piston Displacement [mm]
14 13 12 11 10 9 8 7 6 5 4 3 2 1 0

ASTM extensometer [mm]

13 12 11 10 9 8 7 6 5 4 3 2 1 0

Deform B [mm]
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